
Campaign Perforated Window Film



The test sample, selected by the client, was identified as Monomeric PVC perforated window films with a 
thickness of 0.008 inch. Three test panels, each measuring two feet wide by eight feet in length, were prepared 
by adhering the material to 1/4-inch thick fiber-cement board complying with ASTM Specification C1186 
(Grade II) and passing ASTM Test Method E136 as referenced in Annex A3 of E84. The sample was applied 
to the smooth side of the cement  board using the self-adhering properties of the sample and rolled with a 
segmented roller. This method of sample preparation is described in E2404, Standard Practice for Specimen 
Preparation and Mounting of Textile, Paper or Polymeric (Including Vinyl) and Wood Wall or Ceiling 
Coverings, Facings and Veneers, to Assess Surface Burning Characteristics, Section 8.2
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